
 

New Structural Steel 

Updated on 6-3-16 
NOTE: The contractor shall furnish a paint manufacturers certification that the paint complies with the 
paint system specified. 

Carboline Company  
Contact: Jesse Hartman 

Preferred Products Corp. 
231 S. 3

rd
 St. Suite B   

Burlington IA 52601 

319-754-4823 

Prime Coat Carbozinc 11 HS, solvent based inorganic zinc   

Intermediate Coat: Carboguard 893, Cycloaliphatic Amine Epoxy 

Final Coat Carbothane 133HB, aliphatic acrylic-polyester polyurethane 

 
 

INTERNATIONAL 

Contact: Eric Shelton (785) 817-0150 

 

DEVOE HIGH PERFORMANCE COATINGS 

Prime Coat: Catha-Coat 304L, solvent based ethyl silicate inorganic zinc  or  

Catha-Coat 302H, reinforced inorganic zinc silicate 

Intermediate Coat: Bar-Rust 231, multi-purpose epoxy mastic 

Final Coat: Devthane 378, acrylic aliphatic urethane 

Or 

INTERNATIONAL 

Prime Coat: Interzinc 22HS 

Intermediate Coat: Interguard 475HS 

Finish Coat: Interthane 870 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 

PPG Industries, Inc. 
Contact: Ross Sudbeck 
402-423-9689 
5002 Rentworth Drive 
Lincoln, NE.   68516 

Prime Coat METALHIDE 1001 Inorganic Zinc Rich Coating (97-673 series) 

Intermediate Coat: PITT-GUARD Direct-To-Rust Epoxy Mastic Coating (97-145 series) 

Final Coat PITTHANE High Build Semi-Gloss Urethane Enamel (95-8800 series) 



 
    
    
 
 
 
 

    

Sherwin Williams Company 
Contact: Tom Neuverth 
(402) 699-6994 

Prime Coat: Zinc Clad II LV Inorganic Zinc-Rich 

Intermediate Coat: Macropoxy 646 Fast Cure Epoxy 

Final Coat: Acrolon 218 HS Acrylic Polyurethane 

or 

Prime Coat: Corothane I – Zinc Primer 
Corothane I – GalvaPac Zinc Primer 

Intermediate Coat: Corothane I – Ironox B 

Finish Coat: Corothane I – Aliphatic Finish Coat 


